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SUMMARY

Initial work on corrosion, after the location of the Naval
Civil Engineering Research and Evaluation Laboratory at Port
Hueneme, California, was the placing of various type metal panels
into the sea water within the harbor in order to determine the
severity of corrosion in this locality.

On 17 July 1951, five panels each of sixteen different
metalo were mounted on porcelain insulators in racks and placed
in the harbor water for continuous immersion. At the end of
each six-month period, one panel of each type metal was re-
moved from the harbor, and the pitting and weight loss was
determined. On 17 January 1954, the last (or fifth) panel o"r each metal was removed, and the corrosion losses were determined.

Compared with corrosion data fbund in reference 4, the
results of this investigation (which continued over a period of
thirty months) indicate no unusual corrosive conditions in thisS~harbor.
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INTRODUCTION

A. Historical

These corrosion studies were part of Projectl NY I.50-0O4,
dated 26 April 1951, which superceded Project 2 NY 450 04B, dated
15 September 1948. By reference to RDB Project Card3 , dated
I July 1952, this study "was initiated to augment private indus-
try's investigation in the field o: corrosion and also to execute
indeperdent research on the corrosive effect of the atmosphere
and of salt water under conditions encountered in the Naval Shore
Establishment". The first phase of this investigation was to
determine the corrosive potentialities encountered in the harbor
at Port Hueneme.

B. List of Metals

To determine the corrosiveness of the sea water in this harbor,
sixteen metals were placed on porcelain insulators, mounted in racks,
and placed in complete imnersion in the harbor at Port Hueneme,
California. The sixteen metals studied are listed below.

(1) Aluminum, Alcoa, 3S 1/2 hard, Navy stock No. 47-A-642..805

(2) Aluminum, Alcoa, 52S 1/4 hard, " " " 47-A-622-208

(3) Aluminum, Alcoa, Alclad, 24S-t

(4) Aluminum, Alcoa, 2S-O, Navy Stock No. 47-A-380-137

(5) Magnesium Alloy, Dowmetal FS-la

(6) Magnesium Alloy, Downetal MA

(7) Magnesium Alloy, Downetal FS-Ih (hard rolled temper)

(8) Aluminum Bronze, Revere alloy 429 (soft)

(9) Stainless Steel, Cold rolled (18-8) Navy Stock No. 47-S-2788

(10) Copper, soft, Electrolytic, Navy Stock No. 47-C-765

(U1) Naval Brass (soft), Navy Stock No. 47-B-1395

(22) Lead Sheet, 99.5% pure, Navy Stock No. 47-L-320

(13) Low Carbon Steel Sheet (pickled, full cold-rolled),
Navy Stock No. 47-S-3149-10
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(14) Phosphor Bronze, Revere Alloy 308, (Cold-rolled), No. 2

Hard (Cu 95%, Sn 5%)

(15) Monel annealed, Dull mild finish, Navy Stock No. 47-N-405-950

(16) Manganese Bronze, Revere All6y454, Cold Rolled, No. 1
Hard

PROCEDURE

Equipmnt

Test panels were cut from metal sheets to a size of 12 inches
by 12 inches. Each type metal varied in thickness from one-eighth
to three-sixteenths inches. The cutting was accomplished by use of
a metal saw, and care was exercised In an attempt to prevent cold-
workirg the edges, which could set up electrolytic corrosion at the
edges.

Five identical test panels of each type metal were immersed at
the same time. The panels were supported by corrosion-resistant
racks made from stainless steel. The panels were insulated from
each other and from the rack by means of porcelain insulators. The
rack design is described in reference (4), pages 1067-69.

Exposure of Panels

The panels were placed in the harbor sea water on 17 July 1951.
One panel of each type metal was examined after each six-month
period, ard the degree of corrosion determined as weight loss.
These losses were then calculated to a uniform-loss basis as inches
per year (ipy). Since pitting was the major factor in corrosion
loss for some of the metals exposed in the harbor at Port Hueneme,
the maximum and average pit depth was determined by using a
penetrometer with a needle point. Small pin-point pits were not
included in this average.

Test Conditions

The temperature of the harbor water varied from 58OF to 640 F.
The salinity variation did not appear to be a corrosion factor.
The velocity of the water in the area of the immersed test panels
was calculated to be two-tenths feet per semond maximum and
diminishes to approximately zero during tide change.

Data Tabulation

(a) The enclosed photographs give a picture of the relative
effects of the sea water on metal panels after varying periods of
exposure in Port Hueneme Harbor. The chief value of the photo-
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graphs is that the relative pitting of the various metals is shown.
Certain da kened areas in the photographs are stains, which are &le
to marine •rowths or electrolytic cleaning. The section of the
panel illustrated is approximately one-half actual size.

(b) Tables

The corrosion losses are tabulated in two tables. Table I
presents the corrosion loss in inches per year (ipy) calculated
from loss in weight and assuming uniform corrosion loss over the
surface of the metal panel. Table II presents the results of pit-
ting and lists the maximum pit depth and the average pit depth of
all deep pits. Pin-hole pits and very small pits were excluded
from this average. As explained by accompanying notations, the
figures in parentheses are not to be used in comparisons.

(c) Specific Test Results

A brief statement will follow concerning the appearance
of each metal panel after having been cleaned (by wire brushing
alone or by wire brushing and electrolytic descaling) and after
having been weighed.

RESULTS

Specific

The follovlng descriptions are based on examination of the
panels which are illustrated in the photographs:

(1) Aluminum, Alcoa, 3S 1/2 hard, Navy Stock No. 47-A-642-805

The corrosion appears to be mostly due to pitting, The
pits appear to increase in size and depth rather than in number as
the time of exposure increased. The pits appeared at the break in
the cathodic oxide coating on the surface of the panel which pro-
duced anodic areas. Note in the photographs how corrosion followed
scratch lines through the aluminum oxide coating.

(2) Aluminum, Alcoa, 52S 1/4 hard, Navy Stock No. 47-A-622-208

At the end of six months the corrosion appeared as numerous
small pin holes of approximately .VO5 inches in depth. A diver sal-
raged the thirty-month specimen from the harbor floor. This panel
showed very little increase in size of pits except for several large
pits, approximately ,035 inches in depth, which appeared to be
caused by contact with other objects on the harbor floor and were
probably electrolytic. The results from these two panels indicate
that this alloy has good corrosion resistance; however, the
enviroriental conditions of the panel salvaged from the harbor
floor with relation to the other panels in this series are unknown.
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(3) Aluminum, Alcoa, Alclad 24S-t

This aluminum corroded the least of the four types tested.
The pits which formed appeared to increase in area rather than in
depth,

(4) Aluminum, Alcoa, 2S-0, Navy Stock No. 47-A-380-137

Corrosion attack produced many deep pits which grew pro-
gressively deeper with time. They apparently started with breaks
or scratches in the cathodic oxide coating on the surface of the
panel,

(5) Magnesium Alloy, Dowmetal FS-la

At the end of only six months, holes were corroded com-
pletely through the metal panel. By the end of one year, the panels
had diminished in size until they fell from the corrosion racks
(see photographs).

(6) Magnesium Alloy, Dowmetal MA

At the end of six months, severe over-all surface corrosion
was evident. After one year, large holes had been corroded through
the panel, and after eighteen months, the panels fell from the racks,

(7) Magnesium Alloy, Dowmetal FS-lh (hard-rolled temper)

These results were similar to those for Dowmetal FS-la (see
(5) above).

(8) Aluminum Bronze, Revere Alloy 429 (soft)

The surface of all five panels showed only a very slight,
smooth form of surface pitting which was not localized.

(9) Stainless Steel, Cold-rolled (18% Chronium, 8% Nickel,
0.08% max. Carbon), Navy Stock No. 47-S-2788

The corrosion of the stainless steel (18-8) was in the form
of elongated pits running from the top edge downward (In a few in-
stances, from the bottom upward). These elongated pits often ran
partly below the surface and penetrated through to the opposite side.
It is possible that iron, grains of sand, copper, magnesium, or some
material in or about the corrosion rack induced this type of corro-
sion through contact, The thirty-month panel which was salvaged
from the harbor floor showed the least attack of the five panels.

(10) Copper, soft, Electrolytic, Navy Stock No, 47-C-765

During the corrosion test period only an occasional small
pit was found in these five copper panels. The corrosion losses
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were confined almost entirely to the edges. This type of corrosion
indicated differences in temper of the two sides of the metal edge.
Although a saw was used to cut these panels, temper differences
apparently were introduced. In such cases slight potential differ-
ences exist so that the harder portion may be corroded preferentially.

(1i) Naval Brass, (soft), Navy Stock No. 47-B-1395

The corrosion was very slight and at a uniform rate, with
no apparent pitting.

(12) Lead Sheet, 99.5% pure, Navy Stock No. 47-L-320

The corrosion attack on the lead was very mild and uniform,
with no pitting in evidence,

(13) Low Carbon Steel Sheet (pickled, full cold-rolled), Navy
Stock No. 47-S-3149-10

The corrosion attack on the iron panel was severe and
general, with no localized attack or pitting.

(14) Phosphor Bronze, Revere Alloy 308, (Cold-rolled), No. 2
Hard (Cu 95%, Sn 5%)

Corrosion attack was very mild, with slight, very shallow
pitting near the edges.

(15) Monel, Annealed, Dull mild finish, Navy Stock No. 47-N-405-950

Corrosion attack was mostly in the form of pits and at the
edge. Except for these pits (which progressively got deeper), the
surface remained smooth and apparently free from attack. Marine
organisms may cause localized oxygen concentration cells which in
tuern cause pitting, especially in stagnant water.

(16) Manganese Bronze, Revere Alloy 454, Cold-rolled, No. 1 Hard

Corrosion was very mild and uniform.

General

The rate of corrosion in the harbor at Port Hueneme appears to
be similar to that of normal sea water, aggravated to some extent
by marine growth. In spite of the fact that the average rate of
flow past the panel exposure area is low (the maximum rate calcu-
lated to be approximately 0.2 feet per second), there appear to be
no unusual effects due to stagnation. Pitting losses were a major
factor for aluminum, stainless steel, and monel. There were no
evidences of harbor pollution.
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CONSWUSIONS

Aluminum Panels

The Alcoa, Alclad 24S-t, appeared to suffer the smallest
amount of corrosion attack of the aluminum group of metals. The
following quotation from reference (4) gives a description of
Alclad aluminum as a type of metallurgical protective coating:

"Alclad Alloys are duplex wrought products which have a core of
one aluminum alloy and a coating of aluminum or another aluminum
alloy. Generally, the core comprises 90% of the total thickness
with a coating comprising about 5% of the thickness on each side.
The coating is metallurgically bonded to the core over the entire
area of contact--the coating alloys are selected so that they
will be anodic to the core alloys in most natural environments.
Thus the coating will electrolytically protect the core where it
is exposed at cut edges, rivet holes, or at scratches."

Magnesium Panels

The magnesium metals corroded so fast as not to merit
discussion.

Stainless Steel

Stainless steel (18% Chronium, 8% Nickel, and a maximum of
0.08% Carbon) evidenced attack by corrosion in the formation of
elongated pits, These pits were typical of 18-8 stainless steel
panels placed in complete immersion in slow-moving or stagnant
sea water. R3ference (4) indicates that in this type of pitting
the anodic products (iron and other metal chlorides) apparently
concentrate inside the pit as they form. These acidic concentrated
solutions der.roy the passivity of the stainless steel; enlarging
the pit, the5 flow out and down the panel, dstroying its passivity
and producing the elongated pits. Tha literature recommends 2-V%
molybdenum to lessen the corrosion attack by pitting.

Copper Panel

During the thirty-month, under-water exposure, copper corrosion
was confined almost entirely to the edges and was attributed to the
differences in temper at the edge caused by cuttir;, the penels from
sheet stock.

Brass and Bronze Panels

Naval Brass (Navy Stock No. 47-B-1395), Phosphor Bronze (Revere
Alloy 308), and Manganese Bronze (Revere Alloy 454) corroded in a
smooth, uniform manner. The corrosion rates for these metals in
sea water were slightly less than average, being in the range of
0.001 ipy or less for the bronze and 0.0003 to 0.0004 ipy for
brass. 4
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Lead Panel

.Lead (Navy Stock No. 47-L-320) evidenced the least attack by
corrosion during the thirty-month underwater exposure in the Port
Hueneme Harbor.

Low Carbon Steel Panel

Low Carbon Steel (Navy Stock No. 47-S-3149-10), according to
reference (4), has a range of corrosion rates from 0.001 ipy to
0.0077 ipy whsn exrosed continuously in sea water. Thus, the
harbor water at Port Hueneme attacks low carbon steel at a rapid
rate, the average for thirty-month exposure being 0.0068 ipy,
with initial rates as high as 0.0075 ipy.

Monel Panel

Monel Me-Cal (Navy Stock No. 47-N-405-950) evidenced considerable
pitting, especially under marine gowth. Reference (4) indicates
that, where marine organisms accumulate, pitting may result from
the localized oxygen concentration cells formed on the surface of
the metal. The photographs of the monel panels show the results
of pitting apparently formed beneath marine organisms.

4
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